MORSOK standard M-650 Edilion 4, September 2011

: aTR. No.-
Qualification Test Record (QTR) = ke
i }uﬂ.m AR Hﬂ‘ﬂﬁm H-ﬂﬁﬂ 1
% Rov. No.:2
Manufaciures Wilhem Maass GmbH, Zeche Ernesting 18, DE — 45141 Essen, Germany
nmnuﬂt:uﬂ il fe. masssclobal.com

Referance standard NORSOK M=G50, Edition 4

Material designation | ,crw 187 Ge F53, MDS D64, Revision 4,

and MDS No.:
i Rev. No. 4

'MH'"”i“”w‘n’f_ No.: WiM_MS_0P_0d_Manufacturing Summany_F53 ) |
Producis and ) ¥ :
manufacturi Products. AN type of flanges up o 167 or 150 kg in finished weight

ng Process: Crinsard nlin ngs
process(es): frging
conditions and sub-
contractors: Test laboratary

Other information: Furmace working zone limited io 300mm height

Qualification expires: | Suplember 2017
Tested and qualified thickness and weight

"~ Products and Test record Tested Qualified Test piece Qualified
manufacturing No. thickness thickness wealgit waight
processes): mim T kg kg
W 7 1116 5K GB76 108 110 114 248
BLFI 3 2500Ibs 9676 BL a0 80 110 110 |

Qualification/acceptance signatures
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The manufacturer and this QTR ane evaluated and found j6 be in complance with the requiremeants of
MORS0OK M-G50 for supply of the sied products and malenals.
Thisz accaptance does nol exempd any purchasar from his responsibiily o enswne thal this guaificabion s vabd

Tor his ects within the essantial variables of NORSOK M-650.
Qualified/Accepted by (company name /address).
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